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MW-EN-13162-T1-DS(T+)-MU1

Nek (t)I/IﬂLI, OT MUHepaliHa CTbKINeHa BaTa, KOMnpecupaH B

CcbOTHoOLWeHue 1:5.

Ynotpe6a: Tonmno- u Lwymonsonaums Ha CKaTHU NOKPUBM U KaTo MbITHEX
(HeHaToBapeH) 3a TaBaHHM U APYrY KOHCTPYKUWW, BKIT. B UHOQYCTPUSTA U
KOpaboCTpOEHETO.

TeXHUYeCKN XapaKTepUCTUKN: CtonHocT CraHpapt
KoednLMeHT Ha TONMoNpoBOAHOCT Ap 0,039 W/mK BCJI EN 13162
Knac Ha ropumocT Al BCJl EN 13501-1
paHM4Ha TeMmnepaTypa Ha ynotpeba 200°C

HdebenuHa 50 60 80 100 120 140 150 160 180 200 [mm]
LnpunHa 1200 1200 1200 1200 1200 1200 1200 1200 1200 1200 [mm]
ObmkuHa 15000 12500 9400 7500 6200 5400 5000 4700 4200 3700 [mm]
CbnpoTuBneHue Ha [m?K/
TonnonpemuHasate RD 1,30 1,55 2,05 2,55 3,10 3,60 3,85 4,10 4,60 5,15 W]

MpoaykTbT e cepTudpmumpard ¢ bCA EN 13162:2009
EC ceptudukar 3a cbotBetcTBue: 0672 — CPD — 51140.02.01
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Erzeugnisse aus
MINERALWOLLE

MW — CobkpalleHre 3a MuHeparnHa Bata
EN 13162 — Homep Ha eBponevicku ctangapT
Ti — Knac Ha gonyck npu gebenvHata

DS(T+) — CtabunHocT Ha pa3MepuTe Nnpu onpeAeneHa Temnepartypa

DS(TH) — CtabunHocT Ha pa3MepuTe Npu onpeaeneHa TemnepaTypa 1 onpefeneHa BNaXxHOCT Ha Bb3ayxa
TRi — £IKOCT Ha OMbH, NEPNEHAMKYNSPHO Ha NuueBaTa YacT

WL (P) — BogonornbluaHe npy NpoAbIHKMTENHO noTansHe

MUi — dndpyansa Ha BogHu napu

SDi — [InHamun4Ha akocT

CPi — CuBaemocT

AFi — Bb3ayLiHo cbnpoTrBreHve




