T URSA GLASSWOOL®
exXHNYecKa KapTa 3a NpoayKT *R
URS

uralita

P

URSA FDP 3/V

MW-EN-13162-T3-DS(T+)-WS-WL (P)-MU1-AFr5

dacagHu U30NaLUOHHUN MNNOCKOCTU OT CTbKJIeHa BaTa —
BOAoyCTOﬁHMBM, eAHOCTPaHHO KalunpaHu C 65”1, XBbINT UIN H4epeH
CTbKIeH Boarn.

Ynotpe6a: Tonno- n 3Bykonsonauunsa 3a BeHTUnMpyemu acaam Ha obektu
6e3 orpaHnyeHne 3a BUCOYUNHA.

TexXHUYeCKn xapaKkTepUCTUKN: CronHocT CraHpapt
KoedmumeHT Ha TonnonpoBOAHOCT Ao 0,034 W/mK BOC EN 13162
Knac Ha ropumocTt Al BOC EN 13501-1
JInHenHo cbnpoTuBneHMe Ha Bb3ayLLEH NOTOK: > 5 KPa.s/m? EN 29053
NpaHnyHa TemnepaTypa Ha ynotpeba 200°C

[NebenuHa 60 80 100 120 [mm]

LnpuHa 600 600 600 600 [mm]

ObnxuHa 1250 1250 1250 1250 [mm]

CbnpoTusneHue Ha

2]
TonnonpeMuHaBaHe RD 175 2,35 2,95 3,55 [M2K/W]

c < MpoaykTbT e cepTucpuumpar ¢ bAC EN 13162:2012
EC ceptudumkar 3a cborBetcTBue: 0672 — CPR - 0319
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Erzeugnisse aus
MINERALWOLLE

MW — CbkpalleHure 3a MUHeparnHa Bata

EN 13162 — Homep Ha eBponevicku ctangapT

Ti — Knac Ha gonyck npu gebenvHaTa

DS(T+) — CtabunHocT Ha pa3mepuTe Npu onpefeneHa Temneparypa
DS(TH) — CtabunHocT Ha pa3mepuTe Npu onpeaeneHa Temneparypa v onpeferneHa BrnaxHoCT Ha Bb3gyxa
TRi — AAKOCT Ha OMbH, NEPNEHAMKYNAPHO Ha NuueBara YacT

WL(P) — BogonornbLyaHe npu NpoabiHKUTENHO NoTansiHe

MUi — dndpy3ansa Ha BogHu napu

SDi — JuHamuyHa sikocT

CPi — CsuBaemocTt

AFi — Bb3ayliHo cbnpoTrBrneHve




